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Fig. 5: Breaking-in schedule
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Breaking-in New Liners
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New ACC Running-in Schedule (liner and rings)
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      ACC familiarisation schedule 
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Fig. 6a: ACC familiarisation schedule for Mk 8-8.1 and newer

Fig. 6b: ACC familiarisation schedule for Mk 7 and older
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Engine bore CL-groove new depth Minimum depth 

26 cm 2.0 mm 0.6 mm

30 cm - -

35 cm 2.5 mm 0.8 mm

40 cm 2.5 mm 0.8 mm

42 cm 2.5 mm 0.9 mm

45 cm - -

46 cm 2.5 mm 1.0 mm

50 cm 3.0 mm 1.1 mm

60 cm 3.5 mm 1.3 mm

65 cm 3.5 mm 1.4 mm 

70 cm 3.5 mm 1.6 mm

80 cm 4.0 mm 1.8 mm

90 cm (Cermet 4.0 mm) 5.0 mm 2.0 mm

98 cm (Cermet 4.5 mm) 5.5 mm 2.2 mm

Table 7: CPR-CL top ring wear

Bore size 
[cm]

Max. radial 
ring wear [mm]

Max. width of leakage groove 
(use feeler gauge) [mm]

26 cm 1.8 6.6

30 cm 2.0 7.0

35 cm 2.2 7.4

40 cm 2.2 7.4

42 cm 2.2 7.4

45 cm 2.2 7.4

46 cm 2.2 7.4

50 cm 3 9

Table 6: CPR-POP top ring wear

Encl. 3 of 6

Guiding Wear Rate Values
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 ACC settings for lubricating oils for MC/MC-C engines

Alpha Lube ACC
High BN Cylinder Oil

ACC factor g/kWh × S%

g/kWh HMI setting0.20 0.24 0.26 0.28 0.30 0.32 0.34 0.36 0.38 0.40

Sulphur content %

0.0 0.0 0.0 0.0 0.0 0.0 0.0 0.0 0.0 0.0 0.59 54

3.1 2.6 2.4 2.2 2.1 1.9 1.8 1.7 1.6 1.5 0.62 56

3.2 2.7 2.5 2.3 2.1 2.0 1.9 1.8 1.7 1.6 0.64 58

3.3 2.8 2.5 2.4 2.2 2.1 1.9 1.8 1.7 1.7 0.66 60

3.4 2.8 2.6 2.4 2.3 2.1 2.0 1.9 1.8 1.7 0.68 62

 2.9 2.7 2.5 2.3 2.2 2.1 2.0 1.9 1.8 0.70 64

 3.0 2.8 2.6 2.4 2.3 2.1 2.0 1.9 1.8 0.73 66

 3.1 2.9 2.7 2.5 2.3 2.2 2.1 2.0 1.9 0.75 68

 3.2 3.0 2.8 2.6 2.4 2.3 2.1 2.0 1.9 0.77 70

 3.3 3.0 2.8 2.6 2.5 2.3 2.2 2.1 2.0 0.79 72

 3.4 3.1 2.9 2.7 2.5 2.4 2.3 2.1 2.0 0.81 74

 3.5 3.2 3.0 2.8 2.6 2.5 2.3 2.2 2.1 0.84 76

  3.3 3.1 2.9 2.7 2.5 2.4 2.3 2.1 0.86 78

  3.4 3.1 2.9 2.8 2.6 2.4 2.3 2.2 0.88 80

  3.5 3.2 3.0 2.8 2.7 2.5 2.4 2.3 0.90 82

   3.3 3.1 2.9 2.7 2.6 2.4 2.3 0.92 84

   3.4 3.2 3.0 2.8 2.6 2.5 2.4 0.95 86

   3.5 3.2 3.0 2.8 2.7 2.5 2.4 0.97 88

    3.3 3.1 2.9 2.8 2.6 2.5 0.99 90

    3.4 3.2 3.0 2.8 2.7 2.5 1.01 92

    3.4 3.2 3.0 2.9 2.7 2.6 1.03 94

     3.3 3.1 2.9 2.8 2.6 1.06 96

     3.4 3.2 3.0 2.8 2.7 1.08 98

     3.4 3.2 3.1 2.9 2.8 1.10 100

      3.3 3.1 3.0 2.8 1.12 102

      3.4 3.2 3.0 2.9 1.14 104

      3.4 3.2 3.1 2.9 1.17 106

      3.5 3.3 3.1 3.0 1.19 108

       3.4 3.2 3.0 1.21 110

       3.4 3.2 3.1 1.23 112

       3.5 3.3 3.1 1.25 114

        3.4 3.2 1.28 116

        3.4 3.2 1.30 118

        3.5 3.3 1.32 120

         3.3 1.33 121

         3.4 1.34 122

         3.4 1.35 123

         3.4 1.36 124

         3.4 1.38 125

         3.5 1.39 126

         3.5 1.40 127

Table 8: Feed rate ACC factor
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Specific feed rate in relation to fuel sulphur % and feed rate factor

Basic Feed Rate
Feed rate ACC factor

Fu
el

 S
ul

ph
ur

 %

0.20 0.22 0.24 0.26 0.28 0.30 0.32 0.34 0.36 0.38 0.40

0.5 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6

0.7 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6

0.9 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6

1.1 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6

1.3 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6

1.5 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6

1.7 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.6 0.61 0.65 0.68

1.9 0.6 0.6 0.6 0.6 0.6 0.6 0.61 0.65 0.68 0.72 0.76

2.1 0.6 0.6 0.6 0.6 0.6 0.63 0.67 0.71 0.76 0.80 0.84

2.3 0.6 0.6 0.6 0.6 0.64 0.69 0.74 0.78 0.83 0.87 0.92

2.5 0.6 0.6 0.6 0.65 0.70 0.75 0.80 0.85 0.90 0.95 1.00

2.7 0.6 0.6 0.65 0.70 0.76 0.81 0.86 0.92 0.97 1.03 1.08

2.9 0.6 0.64 0.70 0.75 0.81 0.87 0.93 0.99 1.04 1.10 1.16

3.1 0.62 0.68 0.74 0.81 0.87 0.93 0.99 1.05 1.12 1.18 1.24

3.3 0.66 0.73 0.79 0.86 0.92 0.99 1.06 1.12 1.19 1.25 1.32

3.5 0.70 0.77 0.84 0.91 0.98 1.05 1.12 1.19 1.26 1.33 1.40

Table 9: Feed rate ACC factor

Correlation between feed rate ACC factors and cylinder oil BN

Cylinder oil BN

Fe
ed

 ra
te

 A
CC

 fa
ct

or

70 80 90 100

0.20 0.18 0.16 0.14

0.22 0.19 0.17 0.15

0.24 0.21 0.19 0.17

0.26 0.23 0.20 0.18

0.28 0.25 0.22 0.20

0.30 0.26 0.23 0.21

0.32 0.28 0.25 0.22

0.34 0.30 0.26 0.24

0.36 0.32 0.28 0.25

0.38 0.33 0.30 0.27

0.40 0.35 0.31 0.28

0.42 0.37 0.33 0.29

0.44 0.39 0.34 0.31

0.46 0.40 0.36 0.32

0.48 0.42 0.37 0.34

0.50 0.44 0.39 0.35

0.52 0.46 0.40 0.36

0.54 0.47 0.42 0.38

0.56 0.49 0.44 0.39

0.58 0.51 0.45 0.41

Table 10: Feed rate ACC factor and cylinder oil BN
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To whom it may concern 
 

 
LDF1/ JUSV/ case no: 8002-2014 
 

 25 February 2014

 
Continuous monitoring of drain oil samples is a good way to optimise the cylinder oil feed rate and 
consumption and to safeguard the engine against excessive wear. The fastest way to evaluate the 
corrosive behaviour of an engine and optimise the feed rate is to do a stress test, a so-called sweep 
test. It can also be used in the ACC familiarization period to find the suitable lube oil feed rate for your 
particular engine, operating pattern and lube oil used.  
 
During the sweep test, the vessel should be running on fuel with a sulphur content above 2.7%. The 
sweep test takes 6 days and should be performed during a longer voyage where the engine load 
remains constant. The feed rate of the cylinder oil is set to fixed steps and drain oil samples are taken 
after 24 hours, before lowering to the next step (figure 1).  
 

 
 
Figure 1. Overview of the sweep test procedure 
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Sweep Test Procedure for MAN B&W Two-Stroke Diesel Engines 
Finding the Optimal Cylinder Lube Oil Feed Rate Factor 
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Samples and analysis methods 
 
Before the test starts, a port inspection should be completed, and samples of the fuel, system oil in use 
and fresh (unused) cylinder oil should be taken. When the test has been completed, all samples should 
be sent ashore to a certified laboratory. The iron (Fe) content and the BN value should be analysed. 
The Fe content should be analysed using the ASTM D5185-09 and the BN should be analysed using 
the ISO 3771:2011(E) method. The Fe concentration will be the measurement of corrosion and wear. 
The BN in the drain oil is an evaluation of the performance of the oil and the need for neutralization in 
the engine. When the results are received, the suitable ACC factor/feed rate can be established for the 
particular engine, fuel, and lube oil and operation pattern.  
 
The BN and Fe content of the drain oil can also be measured by various onboard analysis equipments 
(please refer to CL 118681-2013/LEO and CL 140942-2013/LEO). When measuring Fe with onboard 
analysis equipment, it is important to choose an instrument which measure total Fe content. 
Information about onboard analysis equipment will be updated regularly. Onboard equipment gives fast 
results, however, we recommend sending the samples to a laboratory in order to secure accurate 
results.   
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Test Procedure 
 
Read all the instructions carefully before starting the Sweep test. The sweep test is to be made above 
the lubrication breakpoint. In most cases this breakpoint is at an engine load of 25%. When the 
lubricator is below the breakpoint, the cylinder feed rate for each cylinder changes from a number to 
“low load” on the MOP-screen. A sweep test should not be made when the MOP screen states “low 
load”.  
 
Before starting the sweep test: Normal running condition 
Figure 2 shows a MOP-screen under normal running conditions, after the initial running in of the 
engine, i.e. the first 500 hours. The “Running In” mode should be “Off” (0.00) and the “Feed Rate 
Adjust Factor” should be “1.00” (= 100%).  
 
In this mode, the fuel oil sulphur content “S%” and the “Feed Rate Factor” gives the “Basic Feed Rate” 
which is also shown for each cylinder as the “Actual Feed Rate. In this example, the S% was 2.82 and 
the “Feed Rate Factor” was 0.50 g/kWhS%, which resulted in the “Basic Feed Rate” of 1.41 g/kWh 
(Figure 2).   

 

 
Figure 2. MOP-screen showing settings at normal running conditions. Running-in mode is turned OFF 

 
Day 1: Start of sweep test (at least 24 hours after departure) 
When starting the sweep test, the easiest way to set the desired cylinder oil feed rate is to use the 
“Running In” mode. This mode overrules the normal running mode, as shown in Figure 2. However, the 
minimum feed rate will never be lower than the “Min. Feed Rate” (here 0.60 g/kWh), even if the 
“Running In” mode is set to a lower value than “Min. Feed Rate”. For the first 24 hours of the sweep 
test, the “Running In” setting should be “1.40” g/kWh, as shown in Figure 3.  
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Figure 3. Day 1 of sweep test. The Running In mode is used and set to 1.4 g/kWh 

 
Be sure that the correct cylinder oil is used, and take reference samples of fresh cylinder oil and fuel.  
Adjust the feed rate of the cylinder oil to 1.4 g/kWh as shown in figure 3. Write down the following 
information in the sweep test protocol: 

a. Name of ship and type of engine 
b. Date and time of starting the test. 
c. Name and brand of the cylinder oil, BN and SAE viscosity number 
d. Engine load 

 
Day 2 Take drain oil samples from all cylinders after running 24 h on a cylinder oil feed rate of 1.4 

g/kWh.  
 

Important: Make sure to flush the drain valve into a bucket before taking the sample. Only 
use clean bottles, and make sure not to mix drain oil form one unit with another. Mark the 
bottles with the following information: 

a. Cylinder no. 
b. Date and time 
c. The name and BN number of the cylinder oil 
d. Feed rate of cylinder oil 
e. Engine load 
Also, write down the information in the test protocol. After this, the cylinder oil feed rate 
should be adjusted to 1.2 g/kWh as shown in Figure 4. 
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Figure 4. Day 2 of sweep test. The Running In mode is used and set to 1.2 g/kWh 

 
Day 3 Take drain oil samples from all cylinders after running for 24 h on a cylinder oil feed rate of 

1.2 g/kWh. Sample-procedure same as Day 2. After this, the cylinder oil feed rate should 
be adjusted to 1.0 g/kWh 

 
 Day 4 Take drain oil samples from all cylinders after running for 24 h on a cylinder oil feed rate of 

1.0 g/kWh. Sample-procedure same as Day 2. 
After this, the cylinder oil feed rate should be adjusted to 0.8 g/kWh 

 
Day 5 Take drain oil samples from all cylinders after running for 24 h on a cylinder oil feed rate of 

0.8 g/kWh. Sample procedure same as Day 2. After this, the cylinder oil feed rate should 
be adjusted to 0.6 g/kWh 

  
Day 6 Take drain oil samples from all cylinders after running for 24 h on a cylinder oil feed rate of 

0.6 g/kWh. Sample-procedure same as Day 2. 
 
When the last drip oil samples have been taken, the “Running In” setting is set to “Off” (0.00) to run in 
normal cylinder oil feed rate mode, as shown in Figure 2. When results have come back and been 
analysed, the suitable Feed Rate Factor can be calculated and used.  
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Sweep Test Protocol 

Fill in the required information. Samples should be sent to a certified laboratory for analysis. Before the 
test starts, a port inspection should be carried out, and samples of the fuel and system oil in use and 
fresh (unused) cylinder oil should be taken. Use clean bottles and mark them with the information 
stated on page 2. 

Name of Ship:.................................................... IMO no:.............................................. 

 Engine type:...............................  Load:.............. Total running hours:.............................. 

Name of cylinder oil:....................... BN: ........ SAE Viscosity:................................ 

Sulphur content of fuel:...............% 

Start date and time:.......................    End date and time:............................... 

Please fill in the Running Hours for the following 
Cylinder 1 2 3 4 5 6 7 8 9 10 11 12

Cylinder 
liners 

            

Piston 
crowns 

            

Piston 
rings 

            

Fuel 
valves 

            

 
Cylinder oil Day 1 Day 2 Day 3 Day 4 Day 5 Day 6

Feed rate 
(g/kWh) 

1.4 1.2 1.0 0.8 0.6 Back to 
normal 

 
Please fill in this table when taking the samples 

 Cylinder 1 2 3 4 5 6 7 8 9 10 11 12
Day 2 
Date 

 

Feed 
rate 

            

Engine 
load 

 Deck temp 
°C 

 Humidity 
% 

 

Day 3 
Date 

 

Feed 
rate 

            

Engine 
load 

 Deck temp 
°C 

 Humidity 
% 

 

Day 4 
Date 

 

Feed 
rate 

            

Engine 
load 

 Deck temp 
°C 

 Humidity 
% 

 

Day 5 
Date 

 

Feed 
rate 

            

Engine 
load 

 Deck temp 
°C 

 Humidity 
% 

 

Day 6 
Date 

 

Feed 
rate 

            

Engine 
load 

 Deck temp 
°C 

 Humidity 
% 
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How to Evaluate a Sweep Test 
The aim of the test is to show the correlation between the engine’s corrosive impact and the lube oil’s 
ability to counteract this. When the results from the sweep test are returned from the laboratory, the 
data needs to be evaluated.  

 
Calculating the actual ACC factor for a sweep test made on a load above the 
lubricator part-load breakpoint 
During the sweep test, the feed rate was set to fixed steps. The ACC factor for each step can be 
calculated by dividing the feed rate step with the sulphur % of the fuel (Eq. 1). 
 

௨௧ௗܥܥܣ ቂ


ௐൈௌ%
ቃ ൌ

ிௗ	௧ቂ 
ೖೈ

ቃ

ி௨	ௌ௨௨ሾௌ%ሿ
  (Eq.1) 

 
Example 1 
Sulphur content of the fuel is 2.8 %. 

 
1.4
2.8

ൌ 0.5
݃

ܹ݄݇ ൈ ܵ%
 

 
Feed rate step 

[g/kWh] 
Fuel Sulphur 

[S%] 
ACC (Calculated)

[g/kWh xS%] 
1.4 2.8 0.50 
1.2 2.8 0.43 
1.0 2.8 0.36 
0.8 2.8 0.28 
0.6 2.8 0.21 

END of Example 1 
 
The ACC calculated values are used to correlate the Fe and BN values in the samples. In Tables 1 and 2, 
you can fill in the ACC calculated and the Fe and BN values. Two graphs can then be made where the 
ACC calculated is the horizontal axis (x-axis) and the Fe values are the vertical axis (y-axis) in graph 1 and 
BN in graph 2. You can also plot Fe and BN in the same graph. Fe should be the left vertical axis and 
BN the right (view Figure 2 as an example). 
 
Table 1. Write the ACC calculated in the left column and the corresponding Fe value for each cylinder. 
These values are then used to make a graph in Excel. 
Cylinder 1 2 3 4 5 6 7 8 9 10 11 12

ACC calculated↓ Fe values 

             

             

             

             

             

 
  



 
 
MAN Diesel & Turbo 

 
- 8 - 

 

 

Table 2. Write the ACC calculated in the left column and the corresponding BN value for each cylinder. 
These values are then used to make a graph in excel  
Cylinder 1 2 3 4 5 6 7 8 9 10 11 12

ACC calculated↓ BN values 

             

             

             

             

             

 
Figure 5 illustrates how to evaluate a sweep test. In the normal case, the Fe concentration slowly rises 
until a point where it will rapidly increase. The acceptable ACC factor is found just before the rapid 
increase in Fe, in other words, before the Fe concentration reach the red area (Figure 5). The choice of 
an ACC factor that corresponds to acceptable Fe levels means that the corrosion is controlled. After 
the ACC factor has been found in accordance with the Fe, the corresponding BN value can be found. It 
shows the possible level of BN depletion of the oil, which will not jeopardize the performance of the oil. 
 

 
 
Figure 5. The ACC factor (g/kWhxS%) is shown on the x-axis. The Fe concentration (mg/kg) is depicted with red 
lines and the result is read on the left y-axis. The axis is divided into three parts. The green bar is showing safe 
operation condition, 0-200 Fe (mg/kg). When the Fe concentration exceeds 200 mg/kg (the red bar), the wear or 
corrosion starts to increase a lot, and the lube oil feed rate should also be increased.   

0

5

10

15

20

25

30

35

40

45

50

0

100

200

300

400

500

600

700

0,10 0,15 0,20 0,25 0,30 0,35 0,40 0,45 0,50 0,55

Scavenge drain oil
Iron [Fe] & BN [mgKOH/g]

Fe [mg/kg] BN [mgKOH/g]

ACCFactor [g/kWh x S%]



 
 
MAN Diesel & Turbo 

 
- 9 - 

 

 

 
The rest BN concentration (mg KOH/g) is depicted with blue lines, and the result is read on the right y-
axis. The axis is divided in two parts. The red bar (0-10 BN) means that the neutralisation ability of lube 
oil has started to deplete, and the risk of corrosion is increased. The green bar (10-50 BN) shows safe 
operation.   
 
The thick blue line and the thick red line are the BN and Fe values from a sweep test. In order to find 
the correct ACC factor, the procedure is as follows: 
 
Follow the thick red line and find the Fe concentration for safe operation. In this example it would be 
200, because after this the slope of the thick red line increases rapidly. The corresponding ACC factor 
is found on the x-axis and, in this case, is 0.30 g/kWhxS%.  
 
The rest-BN value, which corresponds to this safe operation, is found by using the BN curve (in this 
graph, the blue thick line) and read the result of the right x-axis. In this case, the ACC factor 0.3 
corresponds to 22 BN. The dashed lines are examples of what other sweep tests with other lube oils 
may look like.   
 
Please direct any inquiries and questions regarding tables or condition-based overhaul to our 
Operation Department at leo@mandieselturbo.com or to our Service Department at PrimeServ-
cph@mandieselturbo.com. 


